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Applicant: HAINING DULETAI NEW MATERIAL CO., LTD 
 
Address: RM1605, #5 TOWER, NO. 23 WENLI ROAD, HAINING CITY, ZHEJIANG PROVINCE, 

PR CHINA, 314400 
 
Testing Sample: Fibreglass roller blind fabric, Material: PVC+ fibreglass, Color: White, 

Thickness: 0.34mm 
 
Standard: Type B of BS 5867-2:2008(R2015) 
 
Testing Lab: SGS (the lab is recognized by CNAS with number L4743) 
 
Date of Issue: 2021-12-10 
 
Test Data: 

Test Items Certificate ID Code Customer ID Code Conclusion 

BS 5867-2:2008(R2015) 
Type B 

BS ISO 15025:2002 
AJFS2112010345FF 2969 Pass 

 
Certificate search: 
1. Click www.fire-test.cn (English) 
2. Select “Search for Certification” 
a. Fill the Certificate ID Code (AJFS2112010345FF) and Customer ID Code (2969) 

 b. Fill the Certificate ID Code (AJFS2112010345FF) and  
applicant name (HAINING DULETAI NEW MATERIAL CO., LTD) 

3. Submit with confirmation, you may get the search information. 
 
Value-added services: 
 
You can search for “firetest” or scan the QR code below to follow or our WeChat Official/Public 
Accounts to learn more about the relevant standards and regulations for fire retardant testing of 
rail transit vehicles or building materials, moreover, and you can also ask for supporting, search for 
a result or reports and certificate enquiries, standards sharing and downloads on the WeChat 
Official/Public Accounts. Join us!  
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HAINING DULETAI NEW MATERIAL CO., LTD  

RM1605, #5 TOWER, NO.23 WENLI ROAD, HAINING CITY, ZHEJIANG PROVINCE, PR CHINA, 

314400  

 

Sample Description: FIBREGLASS ROLLER BLIND FABRIC   

Color: WHITE   

Style/Item No.: /          

Composition: PVC+FIBREGLASS       

Thickness: 0.34mm        

The above sample(s) was / were submitted and identified on behalf of the client. SGS is not responsible 

for the authenticity, integrity and results of the data and information and / or the validity of the conclusion 

arising therefrom. Results apply to the sample as received. 

****************** 

Test Requested:  

Type B of BS 5867-2:2008(R2015) Specification for Fabrics for curtains, drapes and window blinds – Part 

2: Flammability requirements and test method is based on BS EN ISO 15025: 2002. 

Test Results: -- See attached sheet – 

Conclusion: According to the test results, the submitted sample “As Received” meets the requirements 

of Type B of BS 5867-2:2008(R2015).    

Test Period: 

Sample Receiving Date : DEC.02, 2021  

Test Performing Date : DEC.02, 2021 TO DEC.08, 2021  

 

Signed for and on behalf of               
SGS-CSTC Standards Technical Services Co., Ltd. Anji Branch 

 

 

 

 

Allen Zou        
Approved Signatory      
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I. Sample details 

Sample description  Fabric 

Color White 

Area density About 450 g/m2 

Size of sample 200 mm×160 mm      

  

Per-condition T: 20± 2℃   H: 65±5 %    at least 24 h                                             

Cleaning Procedure None 

 

II. Test conducted 

This test is conducted accordance with Type B of BS 5867-2:2008(R2015) Specification for Fabrics for 

curtains, drapes and window blinds – Part 2: Flammability requirements and test method is based on BS 

EN ISO 15025: 2002. 

III. Test results 

Before any cleaning procedure 

The test methods is as per BS EN ISO 15025:2002, 
Procedure “A” (surface ignition, flame application time 15s) 

Machine direction Cross direction 

1 2 3 1 2 3 
Lowest boundary of flame reached the vertical edge  
(Yes or No)                                                            

No No No No No No 

Lowest boundary of flame reached the top edge  
(Yes or No) 

No No No No No No 

Hole reached the vertical edge  
(Yes or No)                No No No No No No 

Hole reached the top edge                       
(Yes or No) 

No No No No No No 

Flaming debris 
(Yes or No) 

No No No No No No 

Duration of afterflame (s)                                    0 0 0 0 0 0 

Duration of afterglow (s) 0 0 0 0 0 0 

Max. vertical extent of hole (mm) 75 69 73 68 65 71 

Max. horizontal extent of hole (mm) 25 23 21 22 25 23 

Criteria: No part of any hole nor any part of the lowest boundary of any flame shall reach the top edge or 

either vertical edge of any specimen and there shall be no separation of any flaming debris from 

any specimen. 

To be continued…. 
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Statement: This declaration of conformity is only based on the result of this laboratory activity, the impact of 

the uncertainty of the results was not included. 

Photo Appendix:   

 

SGS authenticate the photo on original report only 

***End of Report*** 
 
 




